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Customer
Report no. o 235/2024 Sample received date  : Mar. 19, 2024,
Sample no. 0911 Analysis date : Mar. 21-28, 2024,

Sample condition : -
Sample name : NITRILE POWDER FREE GLOVE, SINGLE CHLORINATION 290 MM WASH WITH DI WATER,

WHITE COLOR SIZE : M

Parameter Result of Analysis Specification
1. Chloride (CI) 0.074 mg/g 0.313 Hg/cm’ -
2. Bromide (Br) Not detectable mg/g Not detectable Hg/cm’ =
3. Fluoride (F) <0.001 me/g <0.001 pg/em’ 2
4. Nitrate (NO,) 0.739 mg/g 3.143 Hg/cm’ -
5. Nitrite (NO,) <0.001 mg/g 0.001 Hg/cm’ -
6. Phosphate (PO,) < 0.001 mg/g 0.001 Hg/em’ -
7. Sulfate (SO,) 0.078 mg/g 0.331 Hg/em’ -

(This result is applied to analyzed sample only)
Method of analysis : ( based on Seagate doc. # 35344-001 Rev. AB)

1-7 :  Soaked in di-water for 24 hours, analysed the extract by IC.

Remark : -

o !

( Ms. Phonpawee Pongpinit ) ( Ms. Yuparat Prompukdee)
Analyst Laboratory Manager
March 29, 2024 March 29, 2024
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